
INNSPECTION 

REPORT 

TR12323498 

13.12.2023 

EUROLAB LABORATUVAR A.Ş. 

  

  

  

 
 

Test results, methods and other information about the sample shown in the relevant pages of this Report are based on the information specified in accordance with “Test Request Form (PR03-F01) conveyed to us from the Applicant. 
Test results are valid for the sample as identified above. Sample may not represent the lot which it belongs. This Report does not replace a Product Certificate. Full report or any part of it may not be reproduced or used for any other 
purpose without the written permission of EUROLAB Laboratory. Sampling has not been done by us. Unsigned and unsealed Reports are invalid. Analysis as indicated with “*” are in the Scope of our Accreditation Certificate issued 
from UAF according to TS EN ISO/IEC 17020, 17025, Analysis as indicated with “**” are performed at the external laboratories using accredited test methods according to EN ISO/IEC 17020, 17025 from UAF. Possible extra notes 
may add  with starting N1 to related pages. Tested and remaining samples will be keep in specified terms & conditions at test request and/or proposal form.Physically, chemically and microbiologically decomposed samples are discarded 

regardless of the storage period. Applicant can not claim any right in this regard. Results are shown in this Report do not include Measurement Uncertainty values. Measurement Uncertainty values are not taken in consideration during 
Pass/Fail assessment the of test results shown in this Report. Evaluation of the test results using Measurement Uncertainty values is the responsibility of the Applicant. 
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Sample ID :                    ASD LAMİNAT 
  

   TEST Directive METHOD RESULT 

* 
Polycyclic Aromatic 

Hydrocarbons (PAH Analysis) 

The General Product Safety  
Directive (GPSD) 

(2001/95/EC) 

PAK Nachweis nach 
AfPS GS 2019:01 

SEE TABLE 

 
NOTE: This test result replaces the conformity assessment, can be presented to official institutions, and used in products and brochures. 

 

 

 

 

 

 

Seal Customer Representative Laboratory Manager 

Merve Nur KIRVELİ Merve ÖZLÜ 
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PAH ANALYSİS    

Analysis was permorfed by GC/MS. 

TEST RESULTS 

Polycyclic Aromatic 
Hydrocarbons (PAHs) 

     CAS No Unit MDL Results 

BENZO(A)PYRENE 50-32-8 ppm 0.1 N.D. 

BENZO(E)PYRENE 192-97-2 ppm 0.1 <0.1 

BENZ(A)ANTHRACENE 56-55-3 ppm 0.1 N.D. 

BENZO( B )FLUORANTHENE 205-99-2 ppm 0.1 N.D. 

BENZO(J)FLUORANTHENE 205-82-3 ppm 0.1 N.D. 

BENZO(K)FLUORANTHENE 207-08-9 ppm 0.1 <0.1 

CHRYSENE 218-01-9 ppm 0.1 <0.1 

DIBENZO(A,H)ANTHRACENE 5370-3 ppm 0.1 N.D. 

BENZO(GHI)PERYLENE 191-24-2 ppm 0.1 <0.1 

INDENO(1,2,3-CD)PYRENE 193-39-5 ppm 0.1 <0.1 

ACENAPHTHYLENE 208-96-8 ppm 0.1 N.D. 

ACENAPHTHENE 83-32-9 ppm 0.1 N.D. 

FLUORENE 86-73-7 ppm 0.1 N.D. 

PHENANTHRENE 85-01-8 ppm 0.1 <0.1 

PYRENE 129-00-0 ppm 0.1 <0.1                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                  

ANTHRACENE 120-12-7 ppm 0.1 <0.1 

FLUORANTHENE 206-44-0 ppm 0.1 <0.1 

NAPHTHALENE 91-20-3 ppm 0.1 N.D. 
1. MDL= Method Detection Limit 

2. N.D. = Not Detected 
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Sample Images 
 
 

    
 
 
 
 
 

***End Of Report*** 


